
wide
Index 5 d      Acquired On: 2018/ 5/11 16:18:33
Source: Al (mono) (75 W)      Pass Energy: 160 Energy Step 1.000 eV
Total Acqu Time 4 mins 1.200 s (100.0 ms x 2 x 1206)
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O 1s
Index 6 d      Acquired On: 2018/ 5/15 14:26:33
Source: Al (mono) (180 W)      Pass Energy: 20 Energy Step 0.050 eV
Total Acqu Time 1 mins 9.150 s (150.0 ms x 1 x 461)
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C 1s
Index 7 d      Acquired On: 2018/ 5/15 14:26:33
Source: Al (mono) (180 W)      Pass Energy: 20 Energy Step 0.050 eV
Total Acqu Time 1 mins 15.150 s (150.0 ms x 1 x 501)
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S 2p
Index 8 d      Acquired On: 2018/ 5/15 14:26:33
Source: Al (mono) (180 W)      Pass Energy: 20 Energy Step 0.050 eV
Total Acqu Time 4 mins 45.750 s (150.0 ms x 5 x 381)
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