Highlights
· Inductively coupled plasma etching on cemented carbides was investigated.
· Effect of different etching parameters on the etching process was analysed.
· Based on two indexes, optimal etching process parameters were obtained.
· Etching rate significantly increased with the increase of RF power.
· Surface roughness significantly increased as ICP power and gas pressure increased.
