	
	
	

	SEM image of the light calico at 50x magnification
	SEM image of the medium calico at 50x magnification
	SEM image of the heavy calico at 50x magnification

	

	
	

	SEM image of a weft yarn from the light calico at 75x magnification
	SEM image of a weft yarn from the medium calico 75x magnification
	SEM image of a weft yarn from the heavy calico 75x magnification

	
	
	

	SEM image of a warp yarn from the light calico 75x magnification
	SEM image of a warp yarn from the medium calico 75x magnification
	SEM image of a warp yarn from the heavy calico 75x magnification
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