· Site 1 – large grain
· 1-20 Cl-phases
· 21-30 inner CSH
· 31-50 matrix
· Site 2 – large grain
· 51-70 Cl-phases (all quite low compared to site 1)
· 71-100 matrix
· Site 3 – medium grain
· 101-120 Cl-phases
· 121-127 inner CSH
· 128-150 matrix
· Site 4 – small grains
· 151-161 cl-phases
· 162 accidental rectangle scan og matrix
· [bookmark: _GoBack]163-188 matrix points from various small particles
