· Site 1: medium-large cement grain
· 1-2 S-phase
· 3-25 Cl
· 26-30 matrix (inner CSH)
· 31-50 matrix
· Site 2: medium-large grain
· 51-75 cl
· [bookmark: _GoBack]76-100 matrix

