Used: 15kV, 90 probe current
· 
· Site 1: large grain
· 1-20 Cl
· 21-50 Matrix
· Site 2: large grain
· 51-62 Cl-phase
· 63-68 inner product (mer Cl?)
· 69-101 matrix
· Site 3: medium grain
· 102-121 Cl-phases
· 122-150 matrix
· Site 4: small grains
· 151-161 Cl-phases
· 162-185 Matrix
· Site 5: overview 1, small particles.  50x mag
· [bookmark: _GoBack]Site 6: overview 2, larger particles. 50x mag
