· Site 1: large grain
· 1-13 Cl-phases
· 14-50 matrix
· Site 2: large grain
· 51-70 Cl-phases
· 71-100 matrix
· Site 3: medium, cracked grain
· 101-120 Cl-phases
· 121-150 matrix
· Site 4: small particles
· 151-159 CL-phases
· 160-185 matrix
· Site 6: overview, small particles. 50x
· [bookmark: _GoBack]Site 7: overview, larger particles. 50x

